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USMC Operating Environment



MISSION

To establish an effective CPAC program to extend the useful life of all

Marine Corps tactical ground and ground support equipment 

OBJECTIVE

Mitigate the Impact of Corrosion on USMC Assets through a comprehensive CPAC 
Program 

Å Existing Assets: Treatment and Prevention

Å New Procurements: Implementing corrosion control in the design stage

Å Research and Development / Engineering: Better products and processes 
to combat corrosion

Marine Corps Order 4790.18B



Existing Assets
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Category 1 :  Item requires no corrosion repair or preservatives, and has been 
assessed within the past 6 months.  The goal at this level is to maintain the item as a 
category 1.

Category 2:   Item requires surface preparation, spot paint, and preservation at the 
operator and/or organizational level.  The goal of this effort should to return the item to 
category 1.

Category 3:   Item requires maintenance performed beyond the operator level.  Spot 
painting has arrested the corrosion, but the item is now in a condition that requires 
complete repainting and overcoat.  The item must be inducted to the C3 program for 
repair.  The goal of this effort is to induct the item into the C3 program so that it will 
return to the unit in a category 1 condition.

Category 4:  Item requires repair to sheet metal, major frame components, paint, 
blasting and undercoating (e.g., replacement or repair of components such as doors, 
fenders, and chassis frame rails, or battery boxes due to corrosion). The goal of this 
effort is to immediately induct the item into the C3 program so that it will return to the 
unit in a category 1 condition. 

Category 5:   The item is degraded to a degree that requires depot level repair and 
replacement based on the deterioration caused by corrosion.

Corrosion Assessments and Database - Corrosion Category Code Definitions



Inspection Tool and Database

ÅData is captured via handheld PDA and uploaded into CPAC 

database

ÅDatabase is updated weekly and reports are available from CPAC 

website

ÅData is used to determine funding levels at each MEF
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CORROSION CATEGORY CODES

USMC GROUND COMBAT AND SUPPORT EQUIPMENT 

CORROSION CATEGORY TOTALS 

(I MEF, II MEF, III MEF, AND MARFORRES)

1 2 3 4 5



Corrosion Service Teams

CST Locations

Camp Lejeune, NC Cherry Point, NC

Camp Pendleton, CA        29 Palms, CA

K-Bay, HI Okinawa, Japan

2 Reserve teams that travel CONUS

Organizational Level maintenance IAW TM-4795-12



Corrosion Repair Facilities ïFixed facility

ÅOnsite blasting and repair of 

tactical vehicles and ground support 

equipment

ÅLocated at LeJeune, Pendleton, 

Hawaii, and Okinawa

ÅOperation of CRF is dependant 

upon location (i.e. MARFOR, 

LOGCOM, CPAC)


